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CUSTOMER NAME: MILLIKEN (AUSTRALIA) PTY LTD.
ADDRESS: 171 BRIENS ROAD, NORTHMEAD, NSW, 2152 - AUSTRALIA
Sample Name . Topiary 6.0mm - Milliken Rigid Form LVT with attached cushion

Product Specification : 6.0mm

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

Date of Receipt . 2025-03-04
Testing Period : 2025-03-04 ~ 2025-04-28
Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical
Services Co.,Ltd. Xiamen Branch.

i

Bryan Hong
Authorized signatory
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Summary of Results:

No. Test ltem Test Method Result
Measurement of impact AS ISO 140.6-2006
1 L,,=39dB
sound insulation AS ISO 717.2:2024

Original Sample Photo:

Sample A

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of Ilablllty
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to |1s CIIant and this document doas not exonerate parties to a transaction from exercising all their rights and obligations
under the This do t cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized altarailnn forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted

to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such
sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing linspection report & certificate, please contact us at telephone: (86-755) 8307 1443,

or email: CN.Doccheck@sgs.com
t (66592) 5765857  www.sgsgroup.com.cn

No.31 Xianghong Road, Xiang'An Torch Industrial Zone, Xiamen, Fujian Province, China 361101
hEER T IE (BR) LR BAI1S HB4R: 361101 { (8662 576857  sgs.china@sgs.com
I

Member of the SGS Group (SGS SA)



Test Condition:

Sample Description

Test conducted
Project description

Test Equipment

Test Environment
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Flooring (see the photo)
Total thickness:6mm, surface density: about 10.2 kg/m?
AS ISO 140.6-2006, AS ISO 717.2:2024

No decoration of sample surface and installation assembled directly.

The test specimen was covered on a 150mm concrete floor with a drop ceiling,
testing area 11.3m2, the drop ceiling construction showed in following:

Drop ceiling: 288mm cavity filled with 50mm glass wool, 12mm gypsum board.
RTA840 system

Source room volume 125m3, receiving room volume 100m3,
air temperature 21.6 °C, air humidity 40.4%

Frequency spectrum
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Remark: L,as the weighted normalized impact sound pressure level
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The constructional drawing of the floor/ceiling assembly system
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— Test speciman
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130 mm concrete floor
2éamm cavity filed with S0mm glass wool

— 12mm gypsum board

Remark: The above test project/method was carried out by subcontractors.
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